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REPORT ON
ELECTRIC FRICTION-SLEEVE CONE PENETROMETER

Test Mothod No. OMRD 15i(B)

REPORT No.2-487SE BB3
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This laboratory is registered by the
National Association of Tesnng Authonties,
Australia, The tests reported herein have
been performed in accordance wath its
terms of registration. This report may
not be reproduced except in full.

(c) State of Queensland (Department of Transport and Main Roads) 2020, CC BY 4.0. Please note copyright and limitation of liability notices on attached cover page.

CHECKED BY _ G
SIGNATORY _ ¥ ¥




